INSPECTION AND QUARANTINE COMPREHENSIVE TECHNOLOGY CENTRE
OF FOSHAN ENTRY-EXIT INSPECTION & QUARANTINE BUREAU

CERTIFICATE

Of Conformity
Certificate No: 26201402264
Applicant: FOSHAN SHIWAN YULONG CERAMIC CO., LTD.
Address of Applicant; DAJIANG ZHANGCHA, SHIWAN FOSHAN, GUANGDONG CHINA
Product: GLAZED MOSAIC
Type designation: HP8466, HP0507, HP2111, HP0278, HP0274, HP21029, HP6461
Technical data: Dry-pressed ceramic tiles for Floorings and wall finishes, Interior

and exterior, with water absorption E<0.5%, Group B [ a,
4.8cm X 4.8cm, Flat, Glazed
The submitted samples of the above product have been tested for CE marking according to the following

European Directives:

(EU)N0.305/2011-the Construction Products Regulation
Standard used for showing compliance with the essential requirements in the specified directive:
Standard Test report Issued by Date
EN 14411:2012 25201402254 IQCTC of FSCIQ July. 04, 2014

The referred test report shows that the product complies with standard recognized as giving presumption of
compliance with the essential requirements in the specified EU Directive.

After preparation of the necessary technical documentation as well as the conformity declaration the CE marking
as shown below can be affixed on the product. Other relevant Directives have to be observed.

This certificate is NOT valid for: i ) uses in suspended ceilings; ii) uses subject to requirements against
accidental fall of objects on to transit areas; i) uses subject to dangerous substances regulations; 1v) uses in
vehicular circulation areas.

This document is the property of Inspection and quarantine comprehensive technology centre of Foshan
Entry-exit Inspection & Quarantine Bureau, and it is not transferable. Only the applicant may reproduce this
certificate.

- _ j( ) i 1] \‘
L E
YUAN FANGL’
Director

Issue Date: July. 04, 2014
Expiration Date: July. 03, 20156

Note: This certificate is part of the full report and should be read in conjunction with it.

INSPECTION AND QUARANTINE COMPREHENSIVE TECHNOLOGY CENTRE OF FOSHAN ENTRY-EXIT INSPECTION & QUARANTINE BUREAU
2/F, Building 18, Lanshi International Metal Exchange Center, Kuiqiyi Road, Chancheng District, Foshan, Guangdong, China (528000)
TEL: 86-757-83960558 FAX: 86-757-83827971
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NAME OF SAMPLE: GLAZED MOSAIC

F ¥ B N LT ABREEERRAF
APPLICANT: FOSHAN SHIWAN YULONG CERAMIC CO., LTD.
¥ H .

DATE OF TEST: 10/06/2014 —20/06/2014 (DD/MM/YY)
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STATE KEY TESTING LABORATORY OF BUILDING CERAMICS AND SANITARY WARE
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INSPECTION AND QUARANTINE COMPREHENSIVE TECHNOLOGY CENTRE
OF FOSHAN ENTRY-EXIT INSPECTION & QUARANTINE BUREAU
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INSPECTION AND QUARANTINE COMPREHENSIVE TECHNOLOGY CENTRE OF
FOSHAN ENTRY-EXIT INSPECTION & QUARANTINE BUREAU

Al

TEST REPORT
WERS: 25201402254 FSH F2H
Report No: Page 2 of 5
BER AR ME DR £ Rt —
Name of sample GLAZED MOSAIC Nominal size (N)
R R e THERN ,
Nature of the surface Glazed (GL) Work size L
55 IR et
Bla Floorings and wall finishes
Group Intended use ; ; ’
Interior and exterior
R AR Hiveicl R 20 B¢
Mark of samples Quantity of samples 20 Sheets
, - ol R R R TR AT B
BLEAT F‘*&Eﬁfﬁ&fﬁﬁ%ﬁ ZAT BAT Hih) DAJIANG ZHANGCHA,
Applicant CERAMIC CO... LTD ) Address of applicant SHIWAN FOSHAN,
’ ” ' GUANGDONG CHINA
BRI 86-757-82728020 A 86-757-82270908
Telephone of applicant Fax of applicant
Source of Samples Samples selected by applicant Received on
Bk EN 14411:2012 Ceramic tiles — Definitions, classification, characteristics, evaluation of
Test Sandand conformity and marking Annex G Requirements for dry-pressed ceramic tiles with low
R water absorption of Group B I a (E,<0.5%)
R FRERD FRRT EHRREREE EN 144112012 TR G MALE.

Conclusion of Test

The results conform to the requirement of Annex G of standard EN 14411:2012 with

respect to the test items.

Hihb: AR L TR R A — B
A (EER) &RZEPLH /B

Address : 2/F, Building 18, Lanshi
International Metal Exchange Center,

KT iy 25 3 R AANBERF I | Kuigiyi Road, Chancheng  District,
St £ Test Unit Address of Test Fo§han,Guangdong,Chma (528000)
SUIya s L Unit HIiE (Tel): 86-757-83960558
86-757-83827991
ga%; e 3 (Fax): 86-757-83827971
HR4E (E-mail): fsigte@163.com
M Curl): http:/iwww.fsigte.com/
1. BACSFAFTHESCR e, TREERER AR AT SRR R B 7 I & T AR R SR (5%
All inspections are carried out conscientiously to the best of our knowledge and ability.
=1 This report does not in any respect absolve the other related parties from his contractual and legal obligations.
Notes 2. RGXTWHHEFE, FEHIHEEMRE.

This report shall not be reproduced, except in full, without the prior written approval from the issuing laboratory.

3. FRECCRFEMORMGR.

The results in this report apply to the samples only.
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INSPECTION AND QUARANTINE COMPREHENSIVE TECHNOLOGY CENTRE OF
FOSHAN ENTRY-EXIT INSPECTION & QUARANTINE BUREAU

R

TEST REPORT
WERES: 25201402254 £5H B3R
REP()rt No: Page 3 of 5
BIEBALE Y
Remark of applicant

FEmARTI2RR: MEDHER

Product family: GLAZED MOSAIC
FER:: FHE, B

Nature of the surface: Flat, Glazed (GL)
7235 Group: Bla

4 X Rt Nominal size (N): 4.8cmx4.8cm

A RZFIFTAEHFHEE Items in the family:

HP6465, HP0507, HP2111, HP0278, HP0274, HP21029, HP6461

AERFIFTEERESHRBKE, HE. FHRPEL. RAHKRET SR RERER —BU0, XAET S
it

All items in the family are same in water absorption, dimensions and thickness, material, method of manufacture
and natural of surface except for the design of appearance.

FE SR

Photo of Samples

FSIQTC-T 2(1¥A
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INSPECTION AND QUARANTINE COMPREHENSIVE TECHNOLOGY CENTRE OF
FOSHAN ENTRY-EXIT INSPECTION & QUARANTINE BUREAU

AR

TEST REPORT

25201402254

Report No:

HESH F4 R
Page 4 of 5

EN 14411:2012 Ceramic tiles — Definitions, classification, characteristics, evaluation of conformity and marking Annex
G Reguirements for dry-pressed ceramic tiles with low water absorption of Group B [ a (E, <0.5%)

FK P8R i e R e R baih
Clause Properties Test Method Requirements Results Verdiets
5| BERER
Physical properties
Tk | F4<0.5% 0.19% p
B.1 ik S | ENISO
' Water absorption L 10545-3
Percent mass fraction HAMEA R T 0.6% "
%o~ %
Individual i [0 | o037 P
S ELpASRIS S 2
pe | HRRiE EN 1SO R I I5 i " ““‘“EE‘&‘@.{M i "
’ Thermal shock resistance 10545-9 Pass FAES
Fully resistance
BB RYE, ERL
gy | FURERME: B ENISO I3 o 38 e E%ﬁ iR p
. Crazing resistance; glazed tiles 10545-11 Pass A
Fully resistance
4 RER R sy
pg | DK EN ISO o7 36 it e TS0 3R R ;;;.L;%'X‘k p
’ Frost resistance 10545-12 Pass . -
Fully resistance
po | DR
’ Slipperiness
T TS
BAPEG . AR, o e gded 8 K
Shod Ramp Test. critical angle. « 16165 B B Declared val # o
p lest. €. shoa Annex B e
WL, PTV 96 e 1 Ak % Dry: 61
Pendulum friction test . PTV 96 Anncx'C Declared value i Wet: 11 o
WirE: Al %
ﬂl_l.mfi A 1 fl é’;&
B.14 Bkt o P EHIETY AlorAlg 2% Used for walls: p
! Reaction to fire CWT Class Al or Alg. Class Al
Used for floorings:
Class Aly
o | R
Chemical properties
o | T
i Resistance to staining
ayiR i h I R 4k EN ISO FETF 3 % 5% p
a) Green staining agent in light oil 10545-14 Minimum Class 3 Class 5
b)fE il o (1 21 .5 el EN ISO AT 321 54 p
b) Red staining agent in light oil 10545-14 Minimum Class 3 Class 5
c) 13g/1, BRI K EN ISO MET 3 % 5% p
¢) lodine. 13g/L solution in alcohol 10545-14 Minimum Class 3 Class 5
Ayl EN ISO AET 3 & 52 p
d) Olive oil 10545-14 Minimum Class 3 Class 5

FSIQTC-T 2(1 /A
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INSPECTION AND QUARANTINE COMPREHENSIVE TECHNOLOGY CENTRE OF
FOSHAN ENTRY-EXIT INSPECTION & QUARANTINE BUREAU

Al 1

TEST REPORT

25201402254

Report No:

¥s5mH £5

Page S of 5

EN 14411:2012 Ceramic tiles -

Definitions, classification, characteristics, evaluation of conformity and marking Annex

G Requirements for dry-pressed ceramic tiles with low water absorption of Group B [ a (Ey <0.5%)

F&K fEEE WA IE Bk RESER Hsg
Clause Properties Test Method Requirements Results Verdicts
ca [GRA i B
B Resistance to chemicals B
i 5% B A SR T R b
Resistance to household (.hl..ml(,dlb and swimming pool salts
FhEft (u\'ffl. A EGRN. 100g/L EN ISO FET B 2% f
a) [Household chemicals: Ammonium 2 il ‘ - GA (V) P
: 10545-13 Minimum class B [
chloride, 100g/T, |
b) ek R 20mel [ (o0 I—— |
b) Swimming pool salts: Sodium e el ; GA (V) P
j ik : 10545-13 Minimum class B |
hypochlorite solution. 20mg/L [
i {1 7% P R R v
Resistance to low concentrations of acids and alkalis o
[
a) 3%RERIER(v/v) ENISO Rt keiegs R GLA (V)
a) Hydrochloric acid solution. 3% (v/v) 10545-13 Declared value : .
b) FrEREHAH, 100g/L ENISO HEERER @ GLA (V) o
b) Citric acid solution. 100g/L. 10545-13 I)t:clared value ’
o) SR MLAPEM, 30g/L ENISO R AR GLA (V) o
¢) Potassium hydroxide. 30g/1. 10545-13 Declared value
TR e A P il L
Resistance to high concentrations of acids and alkalis
) |8% L AR (viv) ENISO e b ae gk R GHA (V) e
a) Hydrochloric acid solution. 18% (v/v) 10545-13 Declared value )
b) 5 %FLAER(V/Y) EN ISO it Kb R GHA (V) -
b) Lactic acid. 5 % (v/v) 10543-13 Declared value
¢) S EMEIEIL 10071 ENISO R g 4 i SR 50
¢) Potassium hydroxide. 100g/L 10545-13 Declared value '

Fi1i5 15 4] Possible test case verdicts

l. P(ass) :
2. F(ail) : 4~

3=

% Test item does meet the requirement.

k4 Test item does not meet the requirement.
A I AT EIE Terdict was not carvied out.

4. N/A: TIER] Test case does not apply to the test item.

fedek fhk

R %459 End of Test Report
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